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The Canadian Standards Association (2000) published a document for the design and 

construction of building components with FRP.  Although mainly concerned with the use of FRP 

materials in new constructions, the standard specifies basic design guidelines and requirements 

for the use of surface bonded FRP for concrete or masonry structures. 

 

 


